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Status of laser polishing/treatment 

for QPR samples
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Laser: 1064 nm

Spot diameter: 1.5 mm

Scan speed: 1.0 mm/s

Span pitch: 0.3 mm

Irradiated 

• Energy: 34.1 ± 0.5 mJ

• Focus lens: 5.5 cm

Optical Microscope
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Thank you for your 
attention!


