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iLGAD Motivation 

o Define the LGAD Doping Profile in order to reproduce the electrical 
performance of the device 
 

o Take advantage of our well stablished LGAD process technology to fabricate 
position-sensitive detectors with a uniform electric field along the device &  
small gain (5-10). 
 

o Tracking  or timing detectors for  high energy physics, medical applications, 
low material budget. 
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Optimization of LGAD Simulation. 

o 1ST Step: we compare the Doping profile obtained with process technology 
simulation with the  experimental SIMs values. A new Doping profile for 
electrical simulation is then obtained. 

V.Gkougkousis, LGAD and irradiated doping Profiles, 27th RD50 Workshop, CERN, December 2015 
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Optimization of LGAD Simulation. 

o 2nd  Step: The new doping profile is validated  by C(V) simulation and 
experimental data (measured at the CNM Radiation Lab).  

VFD =75V 
V =30V 
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o 3rd   Step: We compare the Gain Simulation with the experimental Gain 
(measured at the CNM Radiation Lab with a tri-alfa source), as well as with the 
experimental MIP data (measured at CERN).  

Optimization of LGAD Simulation. 

Otero.S; Characterization of LGAD Sensors CNM Run7859  RD50 –
December 2015 
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Segmentation. Two approaches 

o Single-side approach :  N on P microstrips with a P-type multiplication layer 
below the segmented N+ implant. 

o Double-side approach: P on P LGAD with pad-like multiplication structure in the 
back-side and ohmic read out strips, or pixels, in the front-side 

o N on P vs P on P LGAD microStrips Comparison 

N on P microStrip P on P microStrip LGAD iLGAD 
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P-type (π)substrate 

N+ Cathode 

P+ Strip 

JTE 
P-type multiplication layer 

P+ Extraction 
Ring 

P+ Extraction 
Ring 

300 µm 

5 mm 

P+ Strip P+ Strip P+ Strip 

Second Approach. P on P Strip iLGAD: The “inverse” LGAD 

o JTE to ensure high voltage capability of the structure 
o P+ Extraction Ring to collect the peripheral leakage current 
o First Batch Including Pad, microStrip and pixel iLGAD layouts 

iLGAD 
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2D Simulation. Electrical Performance (300um thickness) 

o Five microStrips. Electric Field Distribution. Maximum value @ P-N Junctions.  

STRIP LGAD STRIP iLGAD 
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o Electric Field Cutlines @ 2000V. 
o iLGAD shows uniform electric field along each strip. 

2D Simulation. Electrical Performance (300um thickness) 

Zoom 
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2D Simulation. Electrical Performance (300um thickness) 

o Large voltage capability. 
o Higher Leakage current for iLGAD. 
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o MIP through the middle of a strip (the central strip)   

2D Simulation. MIP (300 um Thickness) 
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o MIP through the edge of the strip 

2D Simulation. MIP (300 um Thickness) 
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o MIP Simulation for different substrate thickness. 

2D Simulation. MIP (50 um Thickness) 
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iLGAD. First Mask Set Description. Integrated Devices 

o 113 LGAD Pad Detectors 
 12 (8 x 8 mm mult area) 
 49 (3 x 3 mm mult area) 
 52 (1 x 1 mm mult area) 

o 17 PiN Detectors 
 2 (8 x 8 mm active area) 
 5 (3 x 3 mm active area) 
 10 (1 x 1 mm active area) 

o 8 iLGAD pStrips Detectors 
 4 (45 Channels) 
 4 (90 Channels) 

o 2 PiN pStrips Detectors 
 1 (45 Channels) 
 1 (90 Channels) 

o 6 Pixelated iLGAD Detector (6 x 6 pixels) 
o 4 Pixelated iLGAD MediPix Detector (145 x 145 

pixels) 
o 6 iLGAD for Timing Applications 

 3 (720 µm to cut line) 
 3 (370 µm to cut line) 

o 4 Specific Test Structure (SPR,SIMS,XPS) 
o 16 CNM Test Structures (Microsection, CBR, Kelvin, 

Capacitors, Diodes) 

o 176 Chips 
 44 (10 x 10 mm, total area) 
 56 (5 x 5 mm, total area) 
 76 (3.3 x 3.3 mm, total area) 

 

iLGAD 
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LGAD and iLGAD Fabrication Runs. At Glance 
 

o LGAD Run Basic Information: 
 Cnm761 Mask Set 
 8 Mask Levels 
 70 Technological Steps 
 Single Side Process 
 Electron Collection 

o iLGAD Run Basic Information: 
 Cnm809 Mask Set 
 12 Mask Levels 
 100 Technological Steps 
 Double Side Process 
 Hole Collection 

o Common Information: 
 P-Stop to Improve Surface Isolation ( iLGAD @ 

Multiplication Side) 
 Junction Termination Extension  
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iLGAD. First Fabrication Process 

o More Critical Step 
 Multiplication Layer Formation 

 Boron Implantation 100 keV @ 1.8, 1.9 and 2.0E13 atoms/cm2 

 Drive-in 

Si P 

1 - Field Oxide 

: Si : Aluminum 

: Passivation 

: Si p+ 

: Si n+ : Oxide 

8 - Passivation 
7 - Metallization 

5 - N+ & P+ Wells 4 - Multiplication Well 6 - Contacts 

3 - Junction Termination Extension 2 - P Channel + P Stop 
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iLGAD. First Fabrication Process 

FRONT-SIDE 

BACK-SIDE 

Microstrips 

Pixel 

-18- 



First iLGAD Detector Fabrication at CNM 11th Trento Workshop.Paris. 24th February, 2016 

Centro Nacional del Microelectrónica         Instituto de Microelectrónica de Barcelona  

iLGAD. First Measurements 
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Conclusions 
 

o iLGAD designed, optimized and fabricated  @ CNM 
 

o iLGAD advantages 
 More uniform charge amplification 
 Based on a well stablished technology 

 

o iLGAD disadvantages 
 More complex processing (double-sided, 12 mask levels) 
 Collection current dominated by Holes 

 

o Future work 
 Initial electrical and technological characterization on wafer 
 Charge collection measurements  
 Timing measurements 
 Radiation Hardness 
 Simplification of  the technological process 
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Thank you for your attention !!!! 
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iLGAD. First Mask Set Description. LGAD, PiN Pad 

o 113 LGAD Pad Detectors 
 12 (8 x 8 mm mult area) 
 49 (3 x 3 mm mult area) 
 52 (1 x 1 mm mult area) 

o 17 PiN Detectors 
 2 (8 x 8 mm active area) 
 5 (3 x 3 mm active area) 
 10 (1 x 1 mm active area) 
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iLGAD. First Mask Set Description. iLGAD, PiN µStrips 

o 8 iLGAD pStrips Detectors 
 4 (45 Channels) 
 4 (90 Channels) 

o 2 PiN pStrips Detectors 
 1 (45 Channels) 
 1 (90 Channels) 
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iLGAD. First Mask Set Description. iLGAD Pixels 

o 6 Pixelated iLGAD Detector 
(6 x 6 pixels) 
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iLGAD. First Mask Set Description. iLGAD Pixels MediPix 

o 4 Pixelated iLGAD MediPix 
Detector (145 x 145 pixels) 
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iLGAD. First Mask Set Description. iLGAD Timing 

o 6 iLGAD for Timing Applications 
 3 (720 µm to cut line) 
 3 (370 µm to cut line) 
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iLGAD. First Mask Set Description. Test Structures 
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P on P Silicon Detectors. Background 

o 1978 United States Patent. Paul P. Webb. RCA Inc. “Multi-element avalanche 
photodiode having reduced electrical noise” 
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P on P Silicon Detectors. Background 

o 1987 United States Patent. Paul P. Webb et al. RCA Inc. “Avalanche photodiode” 
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