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Status
e EDMS 1739397:

* 3D model: ok in accordance with LHCb model
* 2D drawings (construction drawings): ok
e Support design: ok with LHCb
« EDMS 1739402:
* Welding procedures & details: ok
* Welders certifications: ok checked with EN/MME
* PLANNING: ok
« EDMS 1739413
* Final design report: ok
«  SAMPLES: received today
* SUPPORTS ORDERING: ok (LHCb)
* TRAININGS & REGISTRATION:
* Biocell: 9t January
* Pre-Registration: on-going
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Planning

Tasks List FEREENOETEIE F 2T The necessary resources for the task Startdate  Finish date
implementation
End date: 25/01 CO2 Transfer lines Name
Tasks

payment for the main matsrials Piatr Grzegony Warivsz Morski 27102018 18.11.2016
delivery of main materials (pipes, plates, elbows) Agnizszka Wilczynska Mariusz Morski 10.11.2016 22.11.2016
sample pipes welkding Macig] Mathowski Michat Zyzak, Jakub Morika 22.11.2016 22.11.2016
excision of 3l rings WM=cis] Mathowski external company 22.11.2018 28.11.2016
excision of G10 elemants Macig] Mathowski external company 22112018 25122016

cut of presess pipes for all moedules Maciej Matkowski Krzysztof Rubinowicz 23.11.2016 28.11.2016

cut of vacuum jacket pipes for all modules WM=cig] Mathowski Krzy=sztof Rubinowicz 28.11.2016 02 12.2016
cleaning parts {pipes, elbows, rings ect.) Macig] Mathowski Hrzysztof Rubinowicz 23.11.2016 02122016
wekding suports to pipe dia 26,672, 87 for Modules 1, 2, 2. 8 Maciej Mathowski Michal Zyzak, Jakub Morka 28.11.2016 30.11.2016
webding of vaccum ports to 3l pipes of vacuum jacket WMacig] Mathowski Michat Zyiak, Jakub Morika 28.11.2016 0z 12.2016
welding of external rings on vacuum jacket (3l pipes) WM=cis] Mathowski Micha! Zyiak, Jakub Moriks 28.11.2018 02 12,2016
welding of process pipes for Modules 1, 2, 3, 8 Maciz] Mathowski Michat Zyzak, Jakub Mofks 28.11.2016 08 122016

WT. RT and helium leak tests of made welds for Modules 1, 2, 2, & Macig] Mathowski Macis] Matkowski, Solver, Tomasz Borek 05.12.2016 15.12.2016

MLI| wraping on process pipes (Modules 1, 2, 3, 8) WM=cig] Mathowski Krzy=sztof Rubinowicz 05.12. 2016 15.12.2016
welding of vacuum jacket for Modules 1, 2, 3, B Mzciz] Mathowski Michat Zyzak, Jakub Mofks 05.12.2016 15.12.2016

T, pressure and helivm leak tests of made welds for Modules 1, 2, 3, 8 Macigj] Mathowski Macig] Matkowski, Solver, Tomasz Borek 12122008 15.12. 2015
VST pUmping Tomasz Borek 12122018 ZZNZ20E
wekding suports to pipe dis 26,67=2,87 for Modules 4, 5,6, 7, 5, 10, 11 Macig] Mathowski Michat Zyzak, Jakub Morika 19.12.2016 19.12.2016

T and helium lesk tests of made welds for Modules 4, §, 8, 7, 9, 10, 11 Macig] Mathowski Macis] Matkowski, Solver, Tomasz Borek 19.12.2016 19.12.2016

MLI wraping on process pipes (Modules 4, 5, 6, 7, 8, 10, 11) Mzciz] Mathowski Hrzysztof Rubinowicz 20122018 211220168
delivery of bellows Agnizszka Wilczynska Witennman 10.11.2016 9.12.2016
wekding of vacuum jacket for Modules 4, 5, 8, 7, 9, 10, 11 Macig] Mathowski Micha! Zyzak, Jakub Morka 22.12.2016 23122016

s 10, :'T RT. pressurs and helium lesk tests of made weids for Modules 4 5, 8. 7. |\ oy teowei Mzcizj Matkowski, Solver, Tomasz Borsk 2712206 | | 28.12.2018
VST pUmiping Tomasz Borek 27122018 4.01.2007
packing Grzagorz Stepien externsl compsny 5.01.2017 5012017
delivery Agnizszka Wilczynsks external compamy 5.01.2017 11.01.2017

ON SITE WORKING Maciz] Mathowski

Administration day and safety training Macig] Mathowski Matkowski, Zyzak, Gasen 9.01.2017 10.01.2017
welding exam Macig] Mathowski Matkowski, Zyzak, Gasen 10.01.2017 10.01.207
pipes asz=mbhy Mzciz] Mathowski Matkowski, Zyzsk 11.01.2017 12.01.2017
proces pipe orbital welding Maciej Mathowski Matkowski, Zyzak, Basen 11.01.2017 12.01.2017
RT and helium lesk test Macig] Mathowski Matkowski, CERN 16.01.2017 17.01.2017
welding for pipe dia 26 67x2 87 Macig] Mathowski Matkowski, Zyzak 18.01.2017 20.01.2017
helivm lesk test Macig] Mathowski Matkowski, Zyzak 23012017 23.01.2017
Armaflex wraping Macig] Mathowski Matkowski, Zyzak 23.01.2017 24.01.2017
Pressure test Macig] Mathowski Matkowski, Zyzak, CERN 25.01.2015 25.01.2017
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Next steps

Check of the samples with EN/MME(EN-CV)
VIC: (EN-CV)

1.

Waiting PPSPS or PDP from Kriosystem

3. Supports installation(LHCb)
4. Tests: (EN-CV & EP-DT)

1.

2.
3.
4

Specific parts: ordered (EN-CV)

Chiller: on-going (EP-DT)

Pressure & insulation tests preparation: January 2017 (EN-CV)
Helium leak detector: OK (EN-CV)
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Cooling tests proposal

We have to find a way
to measure the flow

and the thermal losses .
Chiller

10mm pipes plugged Corla

with cap and N2 inside
to avoid condensation
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Pressure tests proposal

186 bars during 1 hour
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